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FORGE CARBON STEEL SOCKET WELD ENDS GATE VALVE

CONSTRUCTION: FORGE CARBON STEEL,RISING STEM, HAND WHEEL, BOLTED BONNET GATE VALVE
MANUFACTURING STANDARD: API 602 / TESTING STANDARD: API 598
FACE-TO-FACE: AS SHOWN / END CONNECTION: SOCKET WELD ENDS TO ASME B16.11
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DIMENSIONAL DATA IN MM
SIZE | ©C A 2B D TEST PRESSURE
15 9 85 218 10 HYDROSTATIC
20 12 92 274 13 SHELL 78 KG/CM2
25 17 105 34.1 13 SEAT 53 KG/CM2
40 29 125 49 13
50 36 140 61 16
MATERIAL SPECIFICATION _
SR.NO. NOMENCLATURE MATERIAL
[ BODY ASTM A105 FCS ASTM A182 F304
2 BONNET ASTM A105 FCS ASTM A182 F304
3 SEAT RING ASTM A276 TP 410 ASTM A479 TP 304
4 WEDGE ASTM A276 TP 410 ASTM A479 TP 304
5 STEM ASTM A276 TP 410 ASTM A479 TP 304
6 RIVET CARBON STEEL CARBON STEEL
7 WASHER CARBON STEEL CARBON STEEL
8 GLAND PACKING GRAPHITE GRAPHITE
g GLAND BUSH ASTN A276 TP 410 ASTM A479 TP 304
10 GLAND FLANGE CARBON STEEL SS 304
11 EYE BOLY & NUT CARBON STEEL CARBON STEEL (GALVANIZED)
12 YOKE SLEEVE AISI 4140 AISI 4140
13 HAND WHEEL CAST IRON CAST IRON
14 HAND WHEEL NUT CARBON STEEL CARBON STEEL
15 STUD & NUT ASTM A193 GR.B7 / A194 GR.2H ASTM A193 GR.B7 / A194 GR.2H (GALVANISED)
SS 316L SPRIAL WOUND WITH GRAPHITE SS 316L SPRIAL WOUND WITH GRAPHITE
16 GASKET FILLER FILLER
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